NORSOK standard M-650

Edition 4, September 2011

QTR QTR. No.:
@ cHEROPIPING . Qualification Test Record 01/2023
NORSOK M-650 Rev. No.:o
Manufacturer
name/address/ Chero Piping Spa Localita Predaglie 29013 Carpaneto Piacentino (PC)
Web page:

Reference standard

NORSOK M-650 edition 4

Material designation
and MDS No.:

ASTM A 182 F 44— MDS R14 rev. 6

Manufacturing
summary doc. No.:

MS 01/2023 Rev. No.:0

Products and

Forgings made in closed die by certified company to obtain:

manufacturing Fittings - Reinforced and flanged branch outlets, flanges.
process(es): Forging according to customer drawing up to 86 mm and 14,0 Kg
Mandatory conditions | Heat treatment: Sorbit Srl - Rogeno (LC)

and sub-contractors:

Tests Laboratory: Sidertest Srl - Castel S.G. (PC) or other lab.17025

Other information:

none

Qualification expires

19/04/2028

Tested and Qualified Thickness and Weight

Products and Tested Qualified Test piece Qualified
manufacturing Tesz;VrOecord thickness thickness weight weight
process(es): ' {mm) (mm) (kg) (kg)
_Forgings | tR01/2023 86 max 86 7,0 14
in closed die
Qualification/Acceptance signatures
Prepared by/Date: Check by/Date:
Manufacturer: n/%/fj
‘ 20/04/2023 2@/ 4/2023
R0 PIPING S.p.A. bgLaura PSCG”””’ Matteo Sharsi
DTN

The manufacturer and this QTR are evaluated and found to be in compliance with the requirements of
NORSOK M-650 for supply of the above listed products and materials.
This acceptance does not exempt any purchaser from his responsibility to ensure that this qualification is valid

for i within the essential variables of NORSOK M-650.

Qualified/Accepted

Signature/Date:

oo <l

20/04/3023

name/address):

L\.EUEibU!(WI-bbUI




NORSOK standard M-650

Edition 4, September 2011

QTR QTR. No.:
& cuEroPIPING.. Qualification Test Record 02/2023
NORSOK M-650 Rev. No.:0
Manufacturer
name/address/ Chero Piping Spa Localita Predaglie 29013 Carpaneto Piacentino (PC)
Web page:

Reference standard

NORSOK M-650 edition 4

Material designation
and MDS No.:

ASTM A 182 F51/F60 — MDS D44 rev. 6

Manufacturing
summary doc. No.:

MS 02/2023

Rev. No.:0

Products and

Forgings made in closed die by certified company to obtain:

manufacturing Fittings - Reinforced and flanged branch outlets, flanges.
process(es): Forging according to customer drawing up to 92.4 mm and 13,2 Kg
Mandatory conditions | Heat treatment: Sorbit Srl - Rogeno (LC)

and sub-contractors:

Tests Laboratory:

Sidertest Srl - Castel S.G. (PC) or other lab.17025

Other information:

Microstructural examination according to ISO 17781

Qualification expires

19/04/2028

Tested and Qualified Thickness and Weight

Products and Tested Qualified Test piece Qualified
manufacturing Tesf\.lrgcord thickness thickness weight weight
process(es): ) (mm) {mm) (kg) (kg)
Forgings
in closed die TR02/2023 84 max 92.4 6,6 13,2
Qualification/Acceptance signatures
Prepared by/Date: Checked by/Date:
Manufacturer: R
O o 20/04/2023 ST 2
CHERO PIPING S.p.A. Laura Paganuzzi Matteo Sbarsi
Jél{')—;@_),\'g‘mua&'(\ '

The manufacturer and this QTR are evaluated and found to be in compliance with the requirements of

NORSOK M-650 for supply of the above listed products and materials.

This acceptance does not exempt any purchaser from his responsibility to ensure that this qualification is valid

for his products within the essential variables of NORSOK M-650.

Qualified/Accepted

/ name/address):

l-!’;Jw__x_;;E
KIWa
qua lified

Signature/Date:

b,{ VD N A

N

20/94/202>

20K M-650




NORSOK standard M-650

Edition 4, September 2011

QTR QTR. No.:
) RIS Qualification Test Record 03/2023
NORSOK M-650 Rev. No.:0
Manufacturer
name/address/ Chero Piping Spa Localita Predaglie 29013 Carpaneto Piacentino (PC)
Web page:

Reference standard

NORSOK M-650 edition 4

Material designation
and MDS No.:

ASTM A 182 F53 — MDS D54 rev. 6

Manufacturing
summary doc. No.:

MS 03/2023

Rev. No.:0

Products and

Forgings made in closed die by certified company to obtain:

manufacturing Fittings - Reinforced and flanged branch outlets, flanges.

process(es): Forging according to customer drawing up to 86 mm and 14,6 Kg
Mandatory conditions | Heat treatment: Sorbit Srl - Rogeno (LC)

and sub-contractors: Tests Laboratory: Sidertest Srl - Castel S.G. (PC) or other lab.17025

Other information:

Microstructural examination according to ISO 17781

Qualification expires

19/04/2028

Tested and Qualified Thickness and Weight

Products and Tested Qualified Test piece Qualified
manufacturing Tesi\rl'gcord thickness thickness weight weight
process(es): ) {mm) {mm) (kg) (kg)

Forgings
indlosed die TR03/2023 86 max 86 73 14,6
Qualification/Acceptance signatures
Prepared by/Date: Checked by/Date:
Manufacturer: ///,;ﬁ,%%t/
20/04/2023 20/04/2023

GHERO PIPING S.p.A.

,}éaura P 3 nuzzi
N IZC XORANUTV

Matteo Sbharsi

The manufacturer and this QTR are evaluated and found to be in compliance with the requirements of
NORSOK M-650 for supply of the above listed products and materials.
This acceptance does not exempt any purchaser from his responsibility to ensure that this qualification is valid
for his products within the essential variables of NORSOK M-650.

Qualified/Accepted by (company name/address):

Signature/Date:

e Sl

VA/a4 (20>

NORSOK M-650




NORSOK standard M-650

Edition 4, September 2011

QTR QTR. No.:
@ cHEroPIPING. Qualification Test Record 04/2023
NORSOK M-650 Rev. No..0
Manufacturer
name/address/ Chero Piping Spa Localita Predaglie 29013 Carpaneto Piacentino (PC)
Web page:

Reference standard

NORSOK M-650 edition 4

Material designation
and MDS No.:

ASTM A 182 F55 - MDS D54 rev. 6

Manufacturing
summary doc. No.:

MS 04/2023

Rev. No.:0

Products and

Forging made in closed die by certified company to obtain:

manufacturing Fittings - Reinforced and flanged branch outlets, flanges.
process(es): Forging according to customer drawing up to 86 mm and 14,6 Kg
Mandatory conditions | Heat treatment: Sorbit Srl - Rogeno (LC)

and sub-contractors:

Tests Laboratory: Sidertest Srl - Cdstel S.G. (PC) or other lab.17025

Other information:

Microstructural examination according to 1ISO 17781

Qualification expires

19/04/2028

Tested and Qualified Thickness and Weight

Products and Tested Qualified Test piece Qualified
manufacturing Test;\;'gcord thickness thickness weight weight
process(es): ' {mm) (mm) (kg) (kg)

Forgings
: 1 14
i elosed die TR04/2023 86 max 86 7 ,6
Qualification/Acceptance signatures
Prepared by/Date: Checked by/Date:
Manufacturer: ///aﬁ 4@_
20/04/2023 20/04/2023

CHERO PIPING S.p.A. Laura Paganuzzi
| o

LﬂQ’OZQI/U-/f/b\ !

Matteo Sbarsi

The manufacturer and this QTR are evaluated and found to be in compliance with the requirements of
NORSOK M-650 for supply of the above listed products and materials.
This acceptance does not exempt any purchaser from his responsibility to ensure that this qualification is valid
for his products within the essential variables of NORSOK M-650.

Qualified/Accepted by (company name/address):

Signature/Date:

\
e

|
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/

NORSOK M-650




